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Concrete slab Concrete slab with         coating 
Test performed on standard concrete without any 
coating, treatment, or surface protection

Test performed on standard concrete protected by 
Itaca coating
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Cleaning after 24hJust applied Just applied Cleaning after 24h

HCl reaction HCl reaction


